. 4 - . @ CONVEX"
Products’ series are available at the finish of your choice upon request.

COLOR-HNISHES

Bectrostatic coating Oxidation

Parts can be electrostatically coated with powders of high
durability in three main shades

After grinding the surface of the components for a matte effect and with
..................................................................... N . suitable chemical attack, various oxidation shades are achieved, such as matte
} : S19 S06 S74 ; : antique, black, brass, bronze, matte graphite and natural iron. A final coat with S73 S75
: : : lacquer follows
Glossy Plating MATT BLACK MATT WHITE ALUMINIUM MATT ANTIQUE BLACK ANTIQUE

After grinding the surface of
parts for polishing effect there
is chromium, copper and nickel
plating as an application of

lacquer in colors. S04 S10 S16 S20 S85 S93 S77 S83 S84
CHROME COPPER ORO GOLD PLATED MATT GRAPHITE NATURAL IRON MATT BRONZE ANTIQUE BRASS ANTIQUE COPPER
Matt Plating Aluminiu m anodizing N

After polishing the surface of parts for matt effect there is brass, copper, chromium, nickel plating and application
of lacquer in colors.

. After grinding the surface of the components which produced
S02 : with the use of aluminum as raw material, for a matte effect with Cc1 Cc31 Cc32
: proper chemical attack, anodizing is performed in natural color
and follows a coloring process in shades of brown, INOX or gold.

MATT BRASS ANODIZING NATURE ANODIZING MATT CHAMPAGNE ANODIZING BRONZE

S05 s11 s24 S26 S30 Cc34 c35 C56 cs7 C59

MATT NICKEL MATT COPPER MATT CHROME MATT ORO MATT GOLD PLATED ANODIZING BLACK ANODIZING BLACK  ANODIZING LIGHT INOX  ANODIZING DARK INOX ANODIZING GOLD

S ANTIMICROB

S H I E I_ D Products of CONVEX can be produced with CERTIFIED ANTIMICROBIAL PROTECTION!

]

A slightly wet piece of cloth can be used to remove dust from the products. Avoid
the use of detergents with chlorine and various chemicals substances



